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InterCots™
Powderfree Latex Finger Cots

Product Description

Powderfree latex finger cots are made of 100% natural latex.
These cost-effective finger cots provide excellent protection from
skin salts, flakes, oils, and other particulates.

Chlorinated and washed powder-free, these cots are ideal for use
in small parts handling where a full glove is not needed

Features

o 100% latex rubber

o Chlorinated powderfree

o Less latex and ammonia odor

o Packed under the controlled environment

Application

o Forusein a controlled environment, where the high level of contamination control is not required

IWG Part Number Description Packaging
10144-108 Powderfre_:e, Chlorinated Latex Finger Cots,
Yellow, Size S
10144-109 \F(’o:trderfgge, i)/lhlorinated Latex Finger Cots,
ellow, size o 10 gross per bag
Powderfree, Chlorinated Latex Finger Cots, o 20 bags per carton
10144-110 -
Yellow, Size L
Powderfree, Chlorinated Latex Finger Cots,
10144-111 Yellow, Size XL
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Physical Specifications

Size Thickness (mm) Diameter (mm) Width (mm) Length (mm) Avg. Weight (g)

S 0.11+0.03 16 £ 0.02 25+0.02 705 0.38 £ 0.02
M 0.11+£0.03 18 £0.02 27 £0.02 705 0.43+0.02
L 0.11+£0.03 20£0.02 29+0.02 705 0.48 £ 0.02
XL 0.11+£0.03 22£0.02 31+£0.02 705 0.53 £ 0.02
Property Typical Value
Tensile Strength 18 MPa Minimum
Ultimate Elongation 550% Minimum

Contamination Characteristics

Property Typical Value
Silicone Ol Not Detected
Copper Strip Corrosion No Visible Discoloration

Quality Assurance

Water washed antistatic latex finger cots are guaranteed to meet ANSI/ASQC Z1.4 — 1993 for the following
defects:

1. Holes 4. Physical Dimensions noncompliance
2. Tear/Ring Break 5. Electrostatic properties noncompliance
3. Stains/Lumps/Dirt/Sticky/Unroll




